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BEEEATESE  SAEE SRR AIRAE
Company Name KENLY PRECISION INDUSTRIAL CO., LTD.
shown on Report

# 4k PR TP $HlE P 3 TSR TSR TR ST
Address NO.4, GONGYE 5TH RD., PINGZHEN INDUSTRIAL DIST., TAOYUAN COUNTY,
TAIWAN

DU A 2 A i B e S R 5 PR e

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

BT C1100-+{EER B

Sample Name C1100+{LERBfE

LA A-24

Other A-24

S H A 2023.08.23

Sample Received Date Aug. 23,2023

15 el H BR 2023.08.23-2023.09.01

Testing Period Aug. 23,2023 to Sep. 1, 2023

RRIER RIBEFEOK, HATe sk AYEi(Pb), $(Cd), ZR(Hg), 7ESE(C(VD), ZiR
It2R(PBBs), %78 2Kfiii(PBDESs), #i7K — FH % 5(DBP, BBP, DEHP, DIBP), #(F), s
FU(CD), IR (Br), (D), A7 R TR -

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent

Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Fluorine (F), Chlorine (Cl),
Bromine (Br), lodine (I), Phthalates in the submitted sample(s).

RRHRIR Rl R HSRTH -
Test Method/Test Result(s) Please refer to the following page(s).

¥
g L H
1~ 3 g
[ &y Date 2023.09.01
TREG
ZEn == 463 Laboratory Manager No. R556666612
A S 0 BRE TR TR R R — ERO%R S 6
esting International (Taiwan) Co., SF-6, No.9, Sec.2, Nankan Rd, Luzhu Dist., Taoyuan, Taiwan
Hotline:400-678 3 ert.co Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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%E5 Conclusion

Pilv =t KBRS &R
Tested Sample According to standard/directive Result
A n EXEROHSHE22011/65/EU K H{EETH5 4 (EU) &=
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863
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RrEZor i lI&E SRR 2 B IER oHS 15 52011/65/EU ke BAEETH5 < (EU) 2015/863Z K IVFRIE -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment
(EU) 2015/863.
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HAIR Test Method
| | . SHIE
H=IHE Vil Wb ﬁtﬁ%ﬁ%
Test Item(s) Test Method Equipment(s)
B IEC 62321-5:2013 ICP-OES
Lead (Pb)
o] IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
NESE IEC 62321-7-1:2015 UV-Vis
Hexavalent Chromium (Cr(VI))
BV RS IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
E2- e IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H RS IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
= SZEN 14582:2016 IC
Fluorine (F) Refer to EN 14582:2016
) SZEN 14582:2016 IC
Chlorine (Cl) Refer to EN 14582:2016
Lk SFEN 14582:2016 IC
Bromine (Br) Refer to EN 14582:2016
il SZEN 14582:2016 IC
Todine (I) Refer to EN 14582:2016
AR HBEER IEC 62321-8:2017 GC-MS
Phthalates
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BOHI4S R Test Result(s)
MISRIEE Tested Item(s) R Result T EM TR FR{E
001 MDL Limit
#5 Lead (Pb) N.D. 2 mg/kg 1000 mg/kg
f% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg
7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg
7NE$% Hexavalent Chromium (Cr(VI)) ND. "V 0.10 pg/cm? 1000 mg/kg
(LOQ)
HERTEH Tested Item(s) %R Result JTERRHIR FRIE
001 MDL Limit
% At Polybrominated Biphenyls (PBBs)
JRH78 Monobromobiphenyl N.D. 5 mg/kg
—JRBEZR Dibromobiphenyl N.D. 5 mg/kg
=IRIFEZE Tribromobiphenyl N.D. 5 mg/kg
VUSERR Tetrabromobiphenyl N.D. 5 mg/kg 1000 mg/kg
TLRZE Pentabromobiphenyl N.D. 5 mg/kg
7NEEER Hexabromobiphenyl N.D. 5 mg/kg
IR ZE Heptabromobiphenyl N.D. 5 mg/kg
JUREEA Octabromobiphenyl N.D. 5 mg/kg
JURFFZE Nonabromobiphenyl N.D. 5 mg/kg
84 Decabromobiphenyl N.D. 5 mg/kg
HEIEE Tested Item(s) &R Result JERR IR FRIE
001 MDL Limit
% 2 K Polybrominated Diphenyl Ethers (PBDEs)
— R 2Kt Monobromodiphenyl ether N.D. 5 mg/kg
TR KW Dibromodiphenyl ether N.D. 5 mg/kg
=R TP Tribromodiphenyl ether N.D. 5 mg/kg
VOJE — 28k Tetrabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg
FURTIKM Pentabromodiphenyl ether N.D. 5 mg/kg
7R Z it Hexabromodiphenyl ether N.D. 5 mg/kg
T R "7t Heptabromodiphenyl ether N.D. 5 mg/kg
JUR K Octabromodiphenyl ether N.D. 5 mg/kg
SR 7K Nonabromodiphenyl ether N.D. 5 mg/kg
+8 2Kt Decabromodiphenyl ether N.D. 5 mg/kg
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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JAIERIEE Tested Item(s)

#E8 Result

001

77 ERBHRR FRIE
MDL Limit

W _F%Es Phthalates (DBP, BBP, DEHP, DIBP)

B T HEE T BN AES Butyl benzyl
phthalate (BBP)
CAS#:85-68-7

N.D.

50 mg/kg 1000 mg/kg

IR -5k
Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

N.D.

50 mg/kg 1000 mg/kg

MK M — Tl Dibutyl phthalate
(DBP)
CAS#:84-74-2

N.D.

50 mg/kg 1000 mg/kg

phthalate (DIBP)
CAS#:84-69-5

N.D.

50 mg/kg 1000 mg/kg

JAERIEH Tested Item(s)

#EE Result

JiEmRHR MDL

phthalate (DINP)
CAS#:28553-12-0,68515-48-0

001
% Fluorine (F) N.D. 50 mg/kg
£, Chlorine (Cl) N.D. 50 mg/kg
72 Bromine (Br) N.D. 50 mg/kg
it Todine (I) N.D. 50 mg/kg
. 4EE Result .
SHIEEE Tested Item(s) ”%O o J75%B . MDL
A _EFEEEs Phthalates
HIR _H i — Bl Di-isononyl N.D. 50 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com
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5 o/ Bz FE #ii Sample/Part Description
Frge  CTIEESLID At
No. CTI Sample ID Description
1 001 s

Cupreous metal

it HPhRRISE, 98, RZBRMEINETES
-N.D. = gt (NRITZEREIREGEER)
-mg/kg =ppm = HETZ—
-1000 mg/kg = 0.1%
-LOQ = EER, /NESEHYERMRF50.10 pg/em?
-VANESERIE/NG0.10 pg/om® » B inARAR L 7N EEE -
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL or LOQ)
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%
-LOQ = Limit of Quantification, The LOQ of Hexavalent chromium is 0.10 pg/cm?
~¥The sample is negative for Cr(VI) — The Cr(VI) concentration is below 0.10 pg/cm?.
The coating is considered a non-Cr(VI) based coating.

R A EPNERERMERT - 82 - BFRAEREZES] - AEELEFEHNA -
Note: The testing data and result(s) in this report is(are) just for scientific research, education,
internal quality control and product development etc.

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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KHIARE Test Process

1. gfi(Pb) » $R(Cd)
Lead (Pb), Cadmium (Cd)

RN . —
Weigh sample and place it — jju.’j\’ﬁ]ﬁ’t”ﬁ%] > . R
in a vessel Add digestion reagent Digest the sample
R R Tk — ﬂ_
g <: %}E\_ |
MICP-OES 4 | | xmrkis Alkali Fusion/ Residue |} pED
il (— Make up with Acid Dissolution \ Filtration
Analyzed by deionized water
ICP-OES TS
Solution
2. R(Hg)
Mercury (Hg)
BERLRESRA 1A st S d
Weigh sa;nple and place it :") j“lu.‘/\’fi]ﬁ“w Al :> . R
in a vessel Add digestion reagent Digest the sample
Pl B T3 E — ﬂ_
T <: %E
MICP-OES 4 | | 2mrkes Alkali Fusion/ Residue || B
fr (— Make up with Acid Dissolution \ Filtration
Analyzed by deionized water
ICP-OES i
Solution
3. NfESR(Cr(VD)
Hexavalent Chromium (Cr(VI))
B IR RIS R R
- (2T © KA R=1cm’ 1m) -
Take a portion of [ ——) A e toichtn vtk b hns —— Filter and remove
the sample (The ratio of sample area to boiling water the sample
volume is 1 cm“to 1 mL)
Fl UV-Vis 53t FRATH A SEENA) pH
_— ) G— - - K Adjust the pH value
Analyzed by UV-Vis Add test solution of the solution

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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4. ZEBHE(PBBs) © %R —KEEH(PBDEs)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

EERmIEET A RER A AR HUR
Weigh sample and place — Extracted w1th :> T, .
it in a thimble organic solvent
FI GC-MS 437 AR WA E S R
<: Make up with <: Transfer the extract into a

Analyzed by GC-MS i .
organic solvent volumetric flask

5. % FEgKs(DBP, BBP, DEHP, DIBP) > i —Fiks
Phthalates (DBP, BBP, DEHP, DIBP), Phthalates

REFRLNEE ] EEESL LR AR HUER
Weigh sample and place — Extracted wrth :> T o —
it in a thimble organic solvent
F GC-MS 73#fr HAMERER EEEHEREE RN
<: Make up with <: Transfer the extract into a

Analyzed by GC-MS

organic solvent volumetric flask

6. #(F)> H(CDH> RBr) B®D
Fluorine (F), Chlorine (Cl), Bromine (Br), Iodine (I)

BB E 5 TAER FEsa s AR AR
Welgh and place sample — Fill the bomb with oxygen :> Combust the sample in oxygen
in a sample cup of bomb bomb

FA IC e HHAUKER RSN AN
<: Make up with <: Transfer the sample solution into
Analyzed by IC ultra-purity water a volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.c
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Bk i ]

Photo(s) of the sample(s)

#HHStatement -
1 Rl it N7 B AR Sl S S r i
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. WEIRHEAEIAME AL - B R AR B R R SR EHHAEEE T - CTEREZEH
HEM
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. St liEREREZRGEE
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. RECTIFHEFERE - M EEARE
Without written approval of CTI, this report can’t be reproduced except in full;
5. AR E VRSN E B AR AR - AP SR -

In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

*** End of report ***
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