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Client Name: TSMC(CHINA)COMPANY LIMITED
Client Address: 4000, WENXIANG ROAD,SONGJIANG,SHANGHAI,CHINA

Sample Name: 8 inch wafer
The above sample(s) and information were provided by the client.

SGS Job No.: SHP26-008448

Sample Receiving Date: Apr 17, 2026

Testing Period: Apr 17, 2026 ~ Apr 23, 2026

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Result(s): Please refer to next page(s).
Test Requirement Conclusion
EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU
- Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate Pass
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl
phthalate (DIBP)
Asbestos See Results
Element(s) See Results
Glycol Ethers See Results
Halogen See Results
Hexabromocyclododecane (HBCDD) See Results
Ozone Depleting Substances (ODS) and Global Warming Substances See Results
Phthalates See Results
Polychlorinated Biphenyls(PCBs) See Results

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

Scan to see the report

Carol Luo
Approved Signatory

6D14D041
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Test Requirement Conclusion
Polychlorinated Naphthalenes (PCNs) See Results
Polychlorinated Terphenyls (PCTs) See Results
Radioactive element See Results
Short-chain chlorinated paraffins (SCCPs) See Results
TBBP-A See Results
Persistent, Bioaccumulative, and Toxic (PBT) Chemicals under US EPA Toxic Pass
Substances Control Act (TSCA) Section 6(h)

Organic-tin compounds See Results
Azo Dyes See Results

Test Resulf(s):

Test Part Description:

SN ID Sample No. SGS Sample ID Description
SN1 A1 SHA26-0103050-0001.C001 Colourful solid pellet
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-*= Not Regulated

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU - Lead, Mercury,

Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated diphenyl ethers

(PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP)

and Diisobutyl phthalate (DIBP)

Test Method:

With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017,

IEC 62321-6:2015 and IEC 62321-8:2017, analysis was performed by ICP-OES/AAS, UV-

Vis and GC-MS.
Test Item(s) Limit Unit(s) MDL A1
Lead (Pb) 1000 mg/kg 2 ND
Mercury (Hg) 1000 mg/kg 2 ND
Cadmium (Cd) 100 mg/kg 2 ND
Hexavalent Chromium (Cr(VI)) 1000 mg/kg 8 ND
Polybromobiphenyl (PBB) 1000 mg/kg - ND
Monobrominated biphenyl (MonoBB) - mg/kg 5 ND
Dibrominated bipheny! (DiBB) - mg/kg 5 ND
Tribrominated biphenyl (TriBB) - mg/kg 5 ND
Tetrabrominated biphenyl (TetraBB) - mg/kg 5 ND
Pentabrominated biphenyl (PentaBB) - mg/kg 5 ND
Hexabrominated biphenyl (HexaBB) - mg/kg 5 ND
Heptabrominated biphenyl (HeptaBB) - mg/kg 5 ND
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Test ltem(s) Limit Unit(s) MDL A1
Octabrominated biphenyl (OctaBB) - mg/kg 5 ND
Nonabrominated biphenyl (NonaBB) - mg/kg 5 ND
Decabrominated biphenyl (DecaBB) - mg/kg 5 ND
Polybromodiphenyl ether(PBDE) 1000 mg/kg - ND
Monobrominated diphenyl ether
(MonoBDE) - mg/kg 5 ND
Dibrominated diphenyl ether (DiBDE) - mg/kg 5 ND
Tribrominated diphenyl ether (TriBDE) - mg/kg 5 ND
Tetrabrominated diphenyl ether
(TetraBDE) - mg/kg 5 ND
Pentabrominated diphenyl ether
(PentaBDE) - mg/kg 5 ND
Hexabrominated diphenyl ether
(HexaBDE) - mg/kg 5 ND
Heptabrominated diphenyl ether )

(HeptaBDE) mg/kg S ND
Octabrominated diphenyl ether

(OctaBDE) - mg/kg 5 ND
Nonabrominated diphenyl ether

(NonaBDE) - mg/kg 5 ND
Decabrominated diphenyl ether

(DecaBDE) - mg/kg 5 ND
Bis(2-ethylhexyl) phthalate (DEHP) 1000 mg/kg 50 ND
Butyl benzyl phthalate (BBP) 1000 mg/kg 50 ND
Dibutyl phthalate (DBP) 1000 mg/kg 50 ND
Diisobutyl phthalate (DIBP) 1000 mg/kg 50 ND

Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.
(2) IEC 62321 series is equivalent to EN 62321 series.
(3) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical
devices, and monitoring and control instruments, including industrial monitoring and control instruments,

from 22 July 2021.
Asbestos

Test Method:

With reference to NIOSH 9000:2015 and I1SO 22262-1:2012, analysis was performed by

XRD/PLM.
Test ltem(s) CAS No. Unit(s) MDL A1
Actinolite 77536-66-4 %(m/m) 0.1 Negative
Amosite 12172-73-5 %(m/m) 0.1 Negative
Anthophyllite 77536-67-5 %(m/m) 0.1 Negative
Chrysotile /,:ggggfgfo %(m/m) 0.1 Negative
Crocidolite 12001-28-4 %(m/m) 0.1 Negative
Tremolite 77536-68-6 %(m/m) 0.1 Negative
Notes:
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Date:

(1) Negative = the absence of asbestos, Positive = the presence of asbestos.

Apr 23, 2026

Page 4 of 24

Element(s)

Test Method:  With reference to US EPA 3052:1996, analysis was performed by ICP-OES/AAS.
Test ltem(s) Unit(s) MDL A1
Arsenic(As) mg/kg 10 ND
Beryllium(Be) mg/kg 5 ND
Antimony(Sb) mg/kg 10 ND

Glycol Ethers

Test Method:  With reference to SGS in house method, analysis was performed by GC-MS.

Test ltem(s) CAS No. Unit(s) MDL A1
1,2-Dimethoxyethane (EGDME) 110-71-4 mg/kg 10 ND
2-Methoxyethanol (EGME) 109-86-4 mg/kg 10 ND
2-Ethoxyethanol (EGEE) 110-80-5 mg/kg 10 ND
2-Methoxypropyl acetate (1PG2MEA) 70657-70-4 mg/kg 10 ND
2-Methoxyethyl acetate (EGMEA) 110-49-6 mg/kg 10 ND
2-Ethoxyethyl acetate (EGEEA) 111-15-9 mg/kg 10 ND
2-(2-Methoxyethoxy)Ethanol (DEGME) 111-77-3 mg/kg 10 ND
Bis(2-methoxy ethyl)ether(DEGDME) 111-96-6 mg/kg 10 ND
1,1-Di (2-methoxy

ethoxy)ethane(TEGDME) 112-49-2 mg/kg 10 ND
2-Methoxy-1-Propanol (1PG2ME) 1589-47-5 mg/kg 10 ND

Halogen

Test Method:  With reference to EN 14582:2016, analysis was performed by IC.

Test ltem(s) Unit(s) MDL A1
Fluorine(F) mg/kg 20 ND
Chlorine(ClI) mg/kg 50 ND
Bromine(Br) mg/kg 50 ND
lodine(l) mg/kg 50 ND
Hexabromocyclododecane (HBCDD)
Test Method:  With reference to IEC 62321-9:2021, analysis was performed by GC-MS.
Test ltem(s) CAS No. Unit(s) MDL A1
134237-50-6
/134237-51-7
Hexabromocyclododecane (HBCDD) /134237-52-8 mg/kg 20 ND
/25637-99-4
/3194-55-6

fE - L - HICRELE889S3S# HB%: 200233
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Ozone Depleting Substances (ODS) and Global Warming Substances

Test Method:

With reference to US EPA 5021A:2014, analysis was performed by HS-GC-MS.

Test ltem(s) | CAS No. | Units) | ™MDL | A1
CFC

CFC-11 75-69-4 ug/g 0.1 ND
CFC-12 75-71-8 ug/g 0.1 ND
CFC-13 75-72-9 ug/g 0.1 ND
CFC-111 354-56-3 ug/g 0.1 ND
CFC-112a 76-11-9 ug/g 0.1 ND
CFC-112 76-12-0 ug/g 0.1 ND
CFC-113 76-13-1 ug/g 0.1 ND
CFC-113a 354-58-5 ug/g 0.1 ND
CFC-114 76-14-2 ug/g 0.1 ND
CFC-114a 374-07-2 ug/g 0.1 ND
CFC-115 76-15-3 ug/g 0.1 ND
CFC-211 422-78-6 ug/g 0.1 ND
CFC-212 661-96-1 ug/g 0.1 ND
CFC-213 1652-89-7 ug/g 0.1 ND
CFC-214 677-68-9 ug/g 0.1 ND
CFC-215aa 1599-41-3 ug/g 0.1 ND
CFC-215 76-17-5 ug/g 0.1 ND
CFC-216 661-97-2 ug/g 0.1 ND
CFC-216aa 1652-80-8 ug/g 0.1 ND
CFC-217 422-86-6 ug/g 0.1 ND
HCFC

HCFC-21 75-43-4 ug/g 0.1 ND
HCFC-22 75-45-6 ug/g 0.1 ND
HCFC-123 306-83-2 ug/g 0.1 ND
HCFC-124 2837-89-0 ug/g 0.1 ND
HCFC-141b 1717-00-6 ug/g 0.1 ND
HCFC-142b 75-68-3 ug/g 0.1 ND
HCFC-31 593-70-4 ug/g 0.1 ND
HCFC-121 354-14-3 ug/g 0.1 ND
HCFC-122 354-21-2 ug/g 0.1 ND
HCFC-123a 354-23-4 ug/g 0.1 ND
HCFC-124a 354-25-6 ug/g 0.1 ND
HCFC-131 359-28-4 ug/g 0.1 ND
HCFC-131a 811-95-0 ug/g 0.1 ND
HCFC-132a 471-43-2 ug/g 0.1 ND
HCFC-132b 1649-08-7 ug/g 0.1 ND
HCFC-132 431-06-1 ug/g 0.1 ND
HCFC-133a 75-88-7 ug/g 0.1 ND
HCFC-221 422-26-4 ug/g 0.1 ND
HCFC-133 431-07-2 ug/g 0.1 ND
HCFC-222 422-30-0 ug/g 0.1 ND
HCFC-141 430-57-9 ug/g 0.1 ND
HCFC-223 422-52-6 ug/g 0.1 ND
HCFC-224 422-54-8 ug/g 0.1 ND
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Test ltem(s) CAS No. Unit(s) MDL A1
HCFC-142 338-65-8 uglg 0.1 ND
HCFC-225ca 422-56-0 uglg 0.1 ND
HCFC-151 762-50-5 uglg 0.1 ND
HCFC-225¢cb 507-55-1 ug/g 0.1 ND
HCFC-226 431-87-8 uglg 0.1 ND
HCFC-231 421-94-3 uglg 0.1 ND
HCFC-232 460-89-9 Hg/g 0.1 ND
HCFC-233 7125-84-0 uglg 0.1 ND
HCFC-234 425-94-5 uglg 0.1 ND
HCFC-235 460-92-4 uglg 0.1 ND
HCFC-225 141563-84-0 uglg 0.1 ND
HCFC-241 666-27-3 uglg 0.1 ND
HCFC-242 460-63-9 ug/g 0.1 ND
HCFC-243 338-75-0 Hg/g 0.1 ND
HCFC-244 679-85-6 ug/g 0.1 ND
HCFC-251 421-41-0 uglg 0.1 ND
HCFC-252 819-00-1 uglg 0.1 ND
HCFC-253 460-35-5 uglg 0.1 ND
HCFC-261fc 7799-56-6 uglg 0.1 ND
HCFC-261 420-97-3 uglg 0.1 ND
HCFC-271 430-55-7 uglg 0.1 ND
HCFC-262da 102738-79-4 uglg 0.1 ND
HCFC-262ca 420-99-5 Hg/g 0.1 ND
HBFC

CHF,Br 1511-62-2 uglg 0.1 ND
CH,FBr 373-52-4 uglg 0.1 ND
C,HFBr, - uglg 0.1 ND
C,HF,Br; 677-34-9 uglg 0.1 ND
C,HFBr, 354-04-1 uglg 0.1 ND
C,HF,Br - ug/g 0.1 ND
C,H,FBr; - uglg 0.1 ND
C,H,F,Br, 75-82-1 uglg 0.1 ND
C,H,F3Br 421-06-7 uglg 0.1 ND
C,H4FBr, 358-97-4 ug/g 0.1 ND
C,HaF,Br 359-07-9 ug/g 0.1 ND
C,H.FBr 762-49-2 uglg 0.1 ND
C,HFBr, - uglg 0.1 ND
C3HF,Brs - uglg 0.1 ND
CsHF:Br, - uglg 0.1 ND
C,HF4Brs - ug/g 0.1 ND
C;HF3Br, 431-78-7 uglg 0.1 ND
C5HF¢Br 2252-78-0 uglg 0.1 ND
CsH,FBrs - uglg 0.1 ND
C3H2F28r4 - Ug/g 0.1 ND
CsH,F3Brs 421-90-9 nglg 0.1 ND
C4H,F4Br, 460-86-6 ug/g 0.1 ND
C5H,FsBr 32778-10-2 uglg 0.1 ND
CsH:FBr, - nglg 0.1 ND
C3H3F28r3 - Ug/g 0.1 ND
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Test ltem(s) CAS No. Unit(s) MDL A1
CgH3F3Br2 431-21-0 }Jg/g 0.1 ND
C3H3F4Br 679-84-5 yg/g 0.1 ND
C3H4FBr; - }Jg/g 0.1 ND
C3H4FzBr2 460-25-3 }Jg/g 0.1 ND
C3H4F3Br 460-32-2 ug/g 0.1 ND
C3HsFBr, 453-00-9 ug/g 0.1 ND
C3HsF,Br 420-89-3 ug/g 0.1 ND
C3HeFBr - ug/g 0.1 ND
Halon
Halon 1211 353-59-3 ua/g 0.1 ND
Halon 1301 75-63-8 yg/g 0.1 ND
Halon 2402 124-73-2 ua/g 0.1 ND
Others
Dibromofluoromethane 1868-53-7 ua/g 0.1 ND
Methyl bromide 74-83-9 ua/g 0.1 ND
Bromochloromethane 74-97-5 ua/g 0.1 ND
SF6 2551-62-4 ug/g 0.1 ND
HFC
HFC-23 75-46-7 ug/g 0.1 ND
HFC-32 75-10-5 ug/g 0.1 ND
HFC-41 593-53-3 ug/g 0.1 ND
HFC-43-10mee 138495-42-8 ug/g 0.1 ND
HFC-125 354-33-6 yg/g 0.1 ND
HFC-134 359-35-3 ug/g 0.1 ND
HFC-134a 811-97-2 ug/g 0.1 ND
HFC-152a 75-37-6 ug/g 0.1 ND
HFC-143 420-46-2 ug/g 0.1 ND
HFC-143a 430-66-0 ug/g 0.1 ND
HFC-227ea 431-89-0 ug/g 0.1 ND
HFC-236 cb 677-56-5 ug/g 0.1 ND
HFC-236ea 431-63-0 ug/g 0.1 ND
HFC-236fa 690-39-1 ug/g 0.1 ND
HFC-245ca 679-86-7 yg/g 0.1 ND
HFC-245fa 460-73-1 ug/g 0.1 ND
HFC-365mfc 406-58-6 ug/g 0.1 ND
PFC
Perfluoromethane 75-73-0 ug/g 0.1 ND
Perfluoroethane 76-16-4 ua/g 0.1 ND
Perfluoropropane 76-19-7 ua/g 0.1 ND
Perfluorobutane 355-25-9 ya/g 0.1 ND
Perfluoropentane 678-26-2 ua/g 0.1 ND
Perfluorohexane 355-42-0 ua/g 0.1 ND
Perfluorocyclobutane 115-25-3 ya/g 0.1 ND
CHC
1,3-dichloropropane 142-28-9 ya/g 0.1 ND
2,2-dichloropropane 594-20-7 ua/g 0.1 ND
Carbon tetrachloride 56-23-5 ua/g 0.1 ND
Chloroethane 75-00-3 yg/g 0.1 ND
Chloroform 67-66-3 yg/g 0.1 ND
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Test ltem(s) CAS No. Unit(s) MDL A1
Chloromethane 74-87-3 ua/g 0.1 ND
Cis-1,2-dichloroethene 156-59-2 ua/g 0.1 ND
Cis-1,3-dichloropropene 10061-01-5 ua/g 0.1 ND
Hexachlorobutadiene 87-68-3 ua/g 0.1 ND
Methylene chloride 75-09-2 ya/g 0.1 ND
Tetrachloroethene 127-18-4 ua/g 0.1 ND
Trans-1,2-dichloroethene 156-60-5 ug/g 0.1 ND
Trans-1,3-dichloropropene 10061-02-6 ua/g 0.1 ND
Trichloroethylene 79-01-6 ua/g 0.1 ND
1,1,1,2-tetrachloroethane 630-20-6 ua/g 0.1 ND
1,1,1-trichloroethane 71-55-6 ua/g 0.1 ND
1,1,2,2-tetrachloroethane 79-34-5 ua/g 0.1 ND
1,1,2-trichloroethane 79-00-5 ua/g 0.1 ND
1,1-dichloroethane 75-34-3 ua/g 0.1 ND
1,1-dichloroethene 75-35-4 ua/g 0.1 ND
1,1-dichloropropene 563-58-6 ua/g 0.1 ND
1,2,3-trichloropropane 96-18-4 ua/g 0.1 ND
1,2-dichloroethane 107-06-2 ua/g 0.1 ND
1,2-dichloropropane 78-87-5 ua/g 0.1 ND

Phthalates

Test Method:  With reference to IEC 62321-8:2017, analysis was performed by GC-MS.
Test ltem(s) CAS No. Unit(s) MDL A1

. 28553-12-0
Diisononyl Phthalate (DINP) /68515-48-0 mg/kg 50 ND
Di-n-Octyl Phthalate(DNOP) 117-84-0 mg/kg 50 ND
Diisodecyl Phthalate (DIDP) 26761-40-0 mag/k 50 ND
y /68515-49-1 9’9

Polychlorinated Biphenyls(PCBs)

Test Method:  With reference to US EPA 3540C:1996, analysis was performed by GC-MS
Test Item(s) CAS No. Unit(s) MDL A1
2,4,4'-Trichlorobiphenyl(PCB28) 7012-37-5 mg/kg 0.5 ND
2,2'5,5'-Tetrachlorobiphenyl(PCB52) 35693-99-3 mg/kg 0.5 ND
2,2'4,5,5'-Pentachlorobiphenyl(PCB101) 37680-73-2 mg/kg 0.5 ND
2,3',4,4' 5-Pentachlorobiphenyl(PCB118) 31508-00-6 mg/kg 0.5 ND
2,2',34,4'5'-
Hexachlorobiphenyl(PCB138) 35065-28-2 ma/kg 0.5 ND
2,2'4,4'5,5'-
Hexachlorobiphenyl(PCB153) 35065-27-1 ma/kg 0.5 ND
2,2',3,44'55'-
Heptachlorobiphenyl(PCB180) 35065-29-3 mg/kg 0.5 ND

Polychlorinated Naphthalenes (PCNs)
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Test Method:  With reference to US EPA 3540C:1996, analysis was performed by GC-MS.
Test Item(s) CAS No. Unit(s) MDL A1
1-Chlorinated Naphthalene 90-13-1 mg/kg 5 ND
2-Chlorinated Naphthalene 91-58-7 mg/kg 5 ND
1,4-Dichlorinated Naphthalene 1825-31-6 mg/kg 5 ND
1,5-Dichlorinated Naphthalene 1825-30-5 mg/kg 5 ND
1,2-Dichlorinated Naphthalene 2050-69-3 mg/kg 5 ND
1,8-Dichlorinated Naphthalene 2050-74-0 mg/kg 5 ND
1,2,3-Trichlorinated Naphthalene 50402-52-3 mg/kg 5 ND
1,2,3,4-Tetrachlorinated Naphthalene 20020-02-4 mg/kg 5 ND
1,2,3,4,6-Pentachlorinated Naphthalene 67922-26-3 mg/kg 5 ND
Octa-Chlorinaed Naphthalene 2234-13-1 mg/kg 5 ND

Polychlorinated Terphenyls (PCTs)

Test Method:  With reference to US EPA 3540C:1996, analysis was performed by GC-MS.
Test Item(s) CAS No. Unit(s) MDL A1
Aroclor 5432 63496-31-1 mg/kg 5 ND
Aroclor 5442 12642-23-8 mg/kg 5 ND
Aroclor 5460 11126-42-4 mg/kg 5 ND

Radioactive element

Test Method:

With reference to US EPA Method 3052:1996, analysis was performed by ICP-MS.

Test Item(s) Unit(s) MDL A1l
Cesium(Cs) mg/kg 1 ND
Strontium(Sr) mg/kg 1 ND
Uranium (U) mg/kg 1 ND
Thorium(Th) mg/kg 1 ND
Notes:
(1) No radioactivity is detected by geiger counter.
Short-chain chlorinated paraffins (SCCPs)
Test Method:  With reference to ISO 18219-1:2021, analysis was performed by GC-NCI-MS.
Test ltem(s) CAS No. Unit(s) MDL A1
Short-chain chlorinated paraffins(Cyo-
C15)(SCCPs) 85535-84-8 mg/kg 50 ND
TBBP-A
Test Method:  With reference to US EPA 3540C:1996, analysis was performed by GC-MS/LC-MS.
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Test ltem(s) CAS No. Unit(s) MDL A1
TBBP-A 79-94-7 mg/kg 10 ND

Persistent, Bioaccumulative, and Toxic (PBT) Chemicals under US EPA Toxic Substances Control

Act (TSCA) Section 6(h)

Test Method:

With reference to US EPA 3550C:2007, analysis was performed by GC-MS.

Test ltem(s) CAS No. Limit Unit(s) MDL A1
Decabromodiphenyl ether (DecaBDE) 1163-19-5 1000 mg/kg 5 ND
I(?’Prmllejn:(;I,1 ;sopropylated phosphate (3:1) 68937-41-7 1000 ma/kg 5 ND
2,4,6-Tris(tert-butyl)phenol (2,4,6-TTBP) 732-26-3 3000 mg/kg 5 ND
Hexachlorobutadiene (HCBD) 87-68-3 Prog'b'te mg/kg 5 ND
Pentachlorothiophenol (PCTP) 133-49-3 10000 mg/kg 5 ND
Conclusion Pass

Notes:

(1) The regulation is available at the following link.
https://www.epa.gov/assessing-and-managing-chemicals-under-tsca/persistent-bioaccumulative-and-toxic-

pbt-chemicals-under.

(2) The rule for Decabromodiphenyl ether (DecaBDE) and Phenol, isopropylated phosphate (3:1) (PIP 3:1)

is effective on January 21,2025.

Organic-tin compounds

Test Method:

With reference to ISO 17353:2004, analysis was performed by GC-MS.

Test ltem(s) Unit(s) MDL A1
Tributyl tin(TBT) mg/kg 0.02 ND
Triphenyl tin(TPhT) mg/kg 0.02 ND

Azo Dyes
Test Method:

With reference to EN ISO 14362-1:2017, analysis was performed by GC-MS/HPLC-DAD.

Test ltem(s) | CAS No. | Units) | MDL | A1

Direct Reduction*

4-Aminobiphenyl 92-67-1 mg/kg 5 ND

Benzidine 92-87-5 mg/kg 5 ND

4-Chlor-o-toluidine 95-69-2 mg/kg 5 ND

2-Naphthylamine 91-59-8 mg/kg 5 ND

o-Aminoazotoluene 97-56-3 mg/kg 5 ND

ri—.Nitro—o—ToIuidine/2—Amino—4— 99-55-8 ma/kg 5 ND
itrotoluene

4-Chloroaniline 106-47-8 mg/kg 5 ND

4D—.Mthoxy—.m—Phenylenediamine/2,4— 615-05-4 malkg 5 ND
iaminoanisole

4,4'-Diaminodiphenylmethane, MDA 101-77-9 mg/kg 5 ND

fE - L - HICRELE889S3S# HB%: 200233

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

3“Building,No.889 Yishan Road Xuhui District Shanghai China 200233

t E&E (86-21) 61402553 WWW.Sgsgroup.com.cn
tHL (86-21) 61402594

sgs.china@sgs.com

Member of the SGS Group (SGS SA)



Test Report No.: SHAEC26010305001 Date: Apr 23, 2026 Page 11 of 24

Test ltem(s) CAS No. Unit(s) MDL A1
3,3'-Dichlorobenzidine 91-94-1 mg/kg 5 ND
3,3'-Dimethoxybenzidine 119-90-4 mg/kg 5 ND
3,3'-Dimethybenzidine 119-93-7 mg/kg 5 ND
4,4'-methylenedi-o-Toluidine/3,3'-

Dimethyl4 4-Diaminodiphenyimethane 838-88-0 mg/kg 5 ND
p-Cresidine 120-71-8 mg/kg 5 ND
4,4'-Methylene-bis-(2-chloroaniline) 101-14-4 mg/kg 5 ND
4,4'-Oxydianiline 101-80-4 mg/kg 5 ND
4,4'-Thiodianiline 139-65-1 mg/kg 5 ND
o-Toluidine 95-53-4 mg/kg 5 ND
4-Methyl-m-Phenylenediamine/2,4-

Toluylendiamine, TDA 95-80-7 mg/kg 5 ND
2,4,5-Trimethylaniline 137-17-7 mg/kg 5 ND
4-Aminoazobenzene 60-09-3 mg/kg 5 ND
O-Anisidine 90-04-0 mg/kg 5 ND
2,4-Xylidine 95-68-1 mg/kg 5 ND
2,6-Xylidine 87-62-7 mg/kg 5 ND

Notes:

(1) *Direct reduction refers to the extraction and reduction according to EN ISO 14362-1:2017 clause 10.2
and relevant clauses.

(2) EN ISO 14362-1:2017 will enable further cleavage of 4-AAB (CAS No. 60-09-3) to non-forbidden amines:
aniline and p-phenylenediamine. If aniline and/or p-phenylenediamine is not found, 4-AAB is considered as
“ND” (i.e. <5.0 mg/kg). Otherwise, EN ISO 14362-3:2017 will be employed to verify the presence of 4-AAB.
(3) The result interpretation and assessment guide according to Annex C of EN ISO 14362-1:2017 should be
taken into account when assessing the source of amine.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Elements Testing Flow Chart

These samples of Pb/Cd/Hg were dissolved totally by pre-conditioning method according to below flow chart.

Sample Preparation
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1) Alkali Fusion / Dry
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ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart
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PBB(s)/PBDE(s) Testing Flow Chart
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Phthalates Testing Flow Chart
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ATTACHMENTS

Asbestos Testing Flow Chart
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Elements Testing Flow Chart
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Halogen Testing Flow Chart
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HBCDD Testing Flow Chart
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TBBP-A Testing Flow Chart
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Persistent, Bioaccumulative, and Toxic (PBT) Chemicals Testing Flow Chart
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