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Test Report

Number

Applicant: Leading Technologies Issue Date
1153 Industrial Park Rd,
Leechburg, PA 15656, USA

Sample Description:
One (1) Group of Submitted Samples Said To Be :

TWNC01151338
Feb 20, 2023

Sample Description :D

Date Sample Received  : Feb 08, 2023

Date Test Started : Feb 08, 2023
Test Conducted :

As requested by the applicant, for details please refer to attached pages.
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Taiwan Limit:d
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S ’ tNumber TWNC01151338
est Conducted :
Test Result Summary:
Test It . Test Method Result
Jolt Coppery metal N
Heavy Metal
With reference to 1EC 62321-
. 5: 2013, by microwave or acid
S pPm digestion and determined by 2 2
ICP-QES.
With reference to 1EC 62321-
5: 2013, by microwave or acid
L L)l ppm digestion and determined by ND 2
ICP-OES.
With reference to IEC 62321-
4:2013+AMD1:2017, by
i AL PPM 1 microwave or acid digestion AL .
and determined by ICP-OES.
With reference to USEPA 3052,
Beryllium {Be) Content ppm | by microwave digestion and ND 2
determined by ICP-OES.
With reference to USEPA 3052,
Antimony (Sb) Content ppm | by microwave digestion and ND 2
determined by ICP-OES.
With reference to IEC 62321-
7-1: 2015, by boiling water
Chromium VI (Cr(VI)) Content @ | pgf em? | extraction and determined by Negative 0.10
UV-Vis Spectrophotometer or
visual observation.
Polybrominated Biphenyls (PBBs)
Monobrominated Biphenyls
(MonoBB) ppm ND 5
Dibrominated Biphenyls
(DiBB) ppm ND 5
Tribrominated Biphenyls
(TriBB) i ND 5
Tetrabrominated Biphenyls
(TetraBB) - Lt reference to IEC 62321- ® ’
I(’::rt‘i:;)éngated Biphenyls ppm | 6: 2015, by solvent extraction ND 5
g : and determined by GC-MS and
I(-I::::Br%r)nlnated e ppm | further HPLC-DAD confirmation ND 5
Heptabrominated Biphenyls m e ND 5
(HeptaBB) PP
Octabrominated Biphenyls
(OctaBB) ppm ND 5
Nonabrominated Biphenyls
(NonaBB) PPm ND 5
Decabrominated Biphenyl
{DecaBB) ppm ND 5
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Number : TWNC01151338
Test Conducted :

. Result
Test Item Test Method
- Coppery metal Bl
Polybrominated Diphenyl Ethers (PBDEs)
Monobrominated Diphenyl Ethers
(MonoBDE) 2l — J
Dibrominated Diphenyl Ethers
(DIBDE) ppm — .
Tribrominated Diphenyl Ethers
(TriBDE) s — 2
Tetrabrominated Diphenyl Ethers
{IEYREDE) PP | With reference to IEC 62321- v ’
f:g;:;’o"g;"md Diphenyl Bthers | .0, | 6: 2015, by solvent extraction ND 5
- . and determined by GC-MS and
P::::)ggrg;nated 2l R ppm | further HPLC-DAD confirmation ND 5
Heptabrominated Diphenyl Ethers m when necessary. ND 5
(HeptaBDE) PP
Octabrominated Diphenyl Ethers
(OctaBDE) ppm — 2
Nonabrominated Diphenyl Ethers
(NonaBDE) ppm ND :
Decabrominated Diphenyl Ether
(DecaBDE) ppm ND 5
Phthalates
2-ethyl |
D!( sthylnexyl) Phthalate (DEHP) | ppm With reference to IEC 62321- L2 =
Dibutyl Phthalate (DBP) pPM | 2.9017 by solvent extraction ND 50
Benzyl Butyl Phthalate (BBP) ppm a;1d deEermined by GC-MS ND 50
Diisobutyl Phthalate (DIBP) ppm ) ND 50
Halogen Content
Fluorine (F) ppm | With reference to EN ND 50
Chilorine (Cl) ppm | 14582:2016 by combustion ND 50
Bromine (B bomb with oxygen and ND 50
romine (Br) PPM | getermined by lon
Iodine (I) pPPM | Chromatography. ND 0
Remarks: ppm = Parts per million based on weight of tested sample = mag/kg
ND = Not detected
RL = Reporting limit, quantitation limit of analyte in sample
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Test Conducted :

@ The explanation of Chromium VI (Cr{VI)) analysis results

Number

TWNC01151338

Cr{VI) based coating.

, . Qualitative .
Colorimetric result
Col ric resul Result Explanation
< 0.10 pg/em? Negative The result of sample is negative for Cr(VI). The sample coating is considered a non-

> 0.10 pg/cm?
and < 0.13 pg/cm?

The result of sample Is considered to be inconclusive. If addition samples are
Inconclusive |available, recommend to add trials and get the average result for the final
determination.

> 0.13 pg/cm? Pasitive

The result of sample is positive for Cr(VI). The sample coating is considered to
contain Cr(VI).

A result expresses as Positive, while not an actual value, which indicates a visual
observation was used.

Responsibility of Chemist: Cloud Hsu/ Vita Fu

Date Sample Received Feb 08, 2023

Test Period Feb 08, 2023 to Feb 14, 2023

RoHS Limit
Restricted Substances Limits
Cadmium (Cd) content 0.01% (100ppm)

Lead (Pb) content

0.1% (1000ppm)

Mercury (Hg) content

0.1% (1000ppm)

Chromium VI (Cr(VI)) content

0.1% (1000ppm)

Polybrominated Biphenyls (PBBs)

0.1% (1000ppm)

Polybrominated Diphenyl Ethers (PBDEs)

0.1% (1000ppm)

Di(2-ethylhexyl) Phthalate (DEHP)

0.1% (1000ppm)

Dibutyl Phthalate (DBP)

0.1% (1000ppm)

Benzyl Butyl Phthalate (BBP)

0.1% (1000ppm)

Diisobutyl Phthalate {DIBP)

0.1% (1000ppm)

The limits were quoted from Annex II of 2011/65/EU and Amendment (EU) 2015/863 for homogeneous material.

Intertek Testing Services Taiwan Ltd.
ZRAMIBRRHFRAS)

8F., No. 423, Ruiguang Rd., Neihu District,
Taipei, 114690, Taiwan, R.0.C.

114690 S1LHPMIBE ML 423 ¥ 8 1B

EAMINTUVUNIENEIARI - Page 4 of 10

Tel: (+886-2) 6602-2888 - 2797-8885
Fax: {+886-2) 6602-2420
www intertek twn.com

N



intertek

Total Quality. Assured.

Number : TWNCO01151338

Test Conducted :

Measurement Flowchart:

Test for Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Content

Reference Standard : Cd/Pb: 1EC 62321-5:2013; Hg: 1EC 62321-4:2013+AMD1:2017;
Chromium (VI): IEC 62321-7-1:2015 (boiling water extraction);
Chromium (VI): IEC 62321-7-2:2017 (solvent and alkaline extraction);
PBBs/PBDEs: 1EC 62321-6:2015

Sampling
v v v
CdfPb/Hg Cr(vl) PBBs/PBDES
Polymers /
; Metal Electronics *
For different material, { 1 Weigh sample and add
digest the sample \yith organic solvent
appropriate acid”
50cm? sample, boiling Welgh a sample Insoluble/
¢ water extraction unknown &
polymers .
Soluble polymers I and electronics By solvent extraction
Confirm the tested |
samples are totally ¢ l
dissolved Cool and filter the i
extract Add NMP, ultrasonic Add toluene and
¢ extraction digestion solution Concentrate the extract
and make up with organic
Make up with deionized I J solvent
water Mak ith delonized
ake up with delonize
water and add Alkaline digEStiOﬂ Heat sample ina ¢
¢ diphenyl-carbazide | SHICICHENElOVED
solution Analyzed by GC-MS
C Analyzed by ICP-OES ) el Y v
Visual observation™ Reaction with DPC Take aqueous phase
for DPC reaction
Make up with D.1. water
C Analyzed by UV-VIS )
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Number : TWNC01151338
Test Conducted :

Remarks:

*1: List of Appropriate Acid :
[Material [Acid Added for Digestion
[Polymers |HNO;,HCI, HF,H,0,,H,B0,
[Metals [HNO3,HCI,HF
[Electronics [HNO3,HCI,H,0,, HBF,

*2: If sample solution is significantly more intense than 0.13 pg/cm? equivalent comparison standard, Chromium VI
would be determined as detected, the result of visual observation is positive.
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Number : TWNC01151338
Test Conducted :

Measurement Flowchart:

Test for Heavy Metal (Be,Sb) Content
Reference Method : USEPA 3052

Sampling

v

Weigh sample and digest in microwave
digestion oven with suitable acid

v

Confirm the tested samples are totally
dissolved

v

Transfer the digested solution and make up
with deionized water

v

C Analyzed by ICP-OES )
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Number : TWNC01151338
Test Conducted :

Measurement Flowchart:

Test for Phthalates Content
Reference Method : IEC 62321-8:2017

Sampling

v

Weigh sample and add organic solvent

v

By solvent extraction

v

( Analyzed by GC-MS )
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Test Conducted :

Measurement Flowchart:

Test for Halogen Content

Reference Standard : EN 14582:2016

Number : TWNC01151338

Sampling

v

Add absorbent in a combustion bomb & place
weighed sample into sample cup

v

Fill oxygen into the combustion bomb

v

temperature

Ignite then leave the bomb at room

v

Transfer the absorbent into a volumetric flask

@

Make up with deionized water

v

C Analyzed by Ion Chromatography )
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Number : TWNC01151338

Sample photo:

End of Report

Exvept where explicitly agreed in witing, alf work and services performed by Intestek is subyect to our standard Terms and Conditions whicl can be obtained at our website: Dtp;/ fyww. Intertek-
\wn.comiterms/ . Jntertek’s responsibiity and lability are limited (o the terms and conditions of the agreement.

This report is made solely an the basis of your instructions and / or information and matenials supplied by you and provide no warranty an the tested sample(s) be trisy representative of the sample source.
The report & not intended to be 3 recormmendation for any particular course of action, you are responsiie for acting as you see fit on the Basis of the report results. Intertek is under no abligation to refer to
or repart upon any facts or citumstances which are outside the speaific instructions received and accepts no responsibility to any parties whatsoeves, fallowing the issue of the report, for any matters anising
outside the agreed scope of the works. This report does not discharge or refease you from your legal obligations and duties to any other person. You are the only one authorired to permit copying or
distribution of this report (and then anly in its entirety ). Any such third parties to whom this report may be drcilated rely on the content of the report solely at their ovwn risk

Reporting Statements of Conformity: Piease rote that the test results contain statement of conformily with the dedsion rles which are based on the specifications of custorers, reguiations and
standards, and does not consider maxsurement uncertainty,
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