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TR mEGBEBPFEREMRIZHRER (The following sample(s) was/were submitted and identified by/on behalf
of the applicant as) :

o1 (Sample Name) : DOWSIL ME-4039 ENCAPSULANT CLEAR BASE & CURING AGENT

W H(Sample Receiving Date) : 23-Apr-2021

BIEH HARS (Testing Period) : 23-Apr-2021 to 03-May-2021

BT K (Test Requested) KBEEFPERETAE - AHIBEEBZESRNEERETE - (Testing item(s)

is/are specified by client. Please refer to result table for testing item(s).)

Bl 4R (Test Results) : FE2RB T —H& (Please refer to following pages.)

Tré?%rﬁ Mm'

Signed for and on behalf\;
SGS TAIWAN LTD. b % .
Chemical Labﬂr&tﬂl’}f - TaIpEI PIN CODE 3CAB3OD7
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B SBAIFGR (Test Part Description)
No.1 o ORRIERRER KBRS (MIXED TRANSPARENT PASTE AND TRANSPARENT PASTE)

Bl 45 R (Test Results)

ARIER A 77 E Bfu MDL =R
(Test Items) (Method) (Unit) (Result)
No.1
#® (Cd) (Cadmium (Cd)) (CAS No.: 7440-|£%EIEC 62321-5: 2013 - DIKERBSERZEH} | mg/kg 2 n.d.
43-9) EEDHT - (With reference to IEC 62321-5:
2013, analysis was performed by ICP-OES.)
i (Pb) (Lead (Pb)) (CAS No.: 7439-92-1)[£%IEC 62321-5: 2013 - DUKERSEREFE | mg/kg 2 n.d.

FEEDHT - (With reference to IEC 62321-5:
2013, analysis was performed by ICP-OES.)

X (Hg) (Mercury (Hg)) (CAS No.: 7439- [£%EIEC 62321-4: 2013+ AMD1: 2017 - LUELFE#E | mg/kg 2 n.d.
97-6) BEREHAEE DT - (With reference to IEC

62321-4: 2013+ AMD1: 2017, analysis was
performed by ICP-OES.)

7NMEEE Cr(VI) (Hexavalent Chromium 2 E|EC 62321-7-2: 2017 - DIRAMNKE-TIR XD | mg/kg 8 n.d.
Cr(VI)) (CAS No.: 18540-29-9) HEETH - (With reference to IEC 62321-7-2:
2017, analysis was performed by UV-VIS))

—82EZ (Monobromobiphenyl) mg/kg 5 n.d.
" REtX (Dibromobiphenyl) mg/kg 5 n.d.
=R (Tribromobiphenyl) mg/kg 5 n.d.

JRHEK (Tetrabromobiphenyl) mg/kg 5 n.d.
HUREER (Pentabromobiphenyl) 2£%Z|EC 62321-6: 2015 - DImMBERE/EZEESD | mg/kg 5 n.d.
7NRHER (Hexabromobiphenyl) #7 - (With reference to IEC 62321-6: 2015, mg/kg 5 n.d.
+IRHEK (Heptabromobiphenyl) analysis was performed by GC/MS.) mg/kg 5 n.d.
JUREES (Octabromobiphenyl) mg/kg 5 n.d.
JURELE (Nonabromobiphenyl) mg/kg 5 n.d.
+TRER (Decabromobiphenyl) mg/kg 5 n.d.
Z IR 42F (Sum of PBBs) mg/kg - n.d.
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AFIEE A GE EfiI MDL HR
(Test Items) (Method) (Unit) (Result)
No.1l

—7‘,5_ Bt (Monobromodiphenyl ether) mg/kg ) n.d.
_REEREE (Dibromodiphenyl ether) mg/kg 5 n.d.
=REEE (Tribromodiphenyl ether) mg/kg 5 n.d.
T REERER (Tetrabromodiphenyl ether) mg/kg 5 n.d.
TUREE R (Pentabromodiphenyl ether) £Z|EC 62321-6: 2015 - DImMBERE/EZESD | mg/kg 5 n.d.
7\REEABE (Hexabromodiphenyl ether) #r - (With reference to IEC 62321-6: 2015, mg/kg 5 n.d.
+IREK B (Heptabromodiphenyl ether)  |analysis was performed by GC/MS.) mg/kg 5 n.d.
JURHESEE (Octabromodiphenyl ether) mg/kg > nd.
TUREEREE (Nonabromodiphenyl ether) mg/kg 5 n.d.
TRECKEE (Decabromodiphenyl ether) mg/kg 5 n.d.
ZIRERBI4EH (Sum of PBDEs) mg/kg - n.d.
#PR R T K A5 (BBP) (Butyl benzyl mg/kg | 50 n.d.
phthalate (BBP)) (CAS No.: 85-68-7)
#K _EP#E — T Bs (DBP) (Dibutyl mg/kg 50 n.d.
phthalate (DBP)) (CAS No.: 84-74-2)
H%E_ PR (2-ZLECE)Es (DEHP) (Di- mg/kg | 50 nd.
(2-ethylhexyl) phthalate (DEHP)) (CAS
No.:117-81-7)
% _EPRe _ % ] Bs (DIBP) (Diisobutyl ﬁ%lEc 62321-8: 2017 - LIGHENH/E8LE4 | mg/kg | 50 n.d.
phthalate (DIBP)) (CAS No.: 84-69-5) > (With reference to IEC 62321-8: 2017,
AR PR, E %05 (DIDP) (Diisodecyl analysis was performed by GC/MS.) mg/kg 50 n.d.
phthalate (DIDP)) (CAS No.: 26761-40-
0, 68515-49-1)
#R_ BRI 85 (DINP) (Diisononyl mg/kg 50 n.d.
phthalate (DINP)) (CAS No.: 28553-12-
0, 68515-48-0)
#R _ERRE — IF > f5 (DNOP) (Di-n-octyl mg/kg 50 n.d.
phthalate (DNOP)) (CAS No.: 117-84-0)

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of

liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its
intervention only and within the limits of client’s instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise
stated the results shown in this test report refer only to the sample(s) tested.

25 t+886(02)2299 3939  f+886(02)2299 3237

SGS Taiwan Ltd. 25, Wu Chyuan 7" Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan

|
Member of the SGS Group



SGS

Al RS
Test Report

5585 (No.): ETR21405523

SHEBERMNAMRAS (SIL-MORE INDUSTRIAL LTD.)
Mt =EREERK10095164& (16F, NO. 100, XINGDE RD., SANCHONG DISTRICT, NEW TAIPEI CITY 24158, TAIWAN)

HE#A(Date): 03-May-2021

B#(Page): 4 of 17

HAlEIEE Al A& ==Kiv) MDL =R
(Test Items) (Method) (Unit) (Result)
No.l
NRET__GEMBETERWAIHNERS |2£2IEC62321: 2008 - gEETE/BELED mg/kg 5 n.d.
#)(HBCDD) (a- HBCDD, - HBCDD, y- |4 - (With reference to IEC 62321: 2008, analysis
HBCDD) (Hexabromocyclododecane |was performed by GC/MS.)
(HBCDD) and all major
diastereoisomers identified (@x- HBCDD,
B- HBCDD, y- HBCDD)) (CAS No.:
25637-99-4, 3194-55-6 (134237-51-7,
134237-50-6, 134237-52-8))
@ (F) (Fluorine (F)) (CAS No.: 14762-94- mg/kg 50 n.d.
8)
ifi)l) (Chlorine (Cl)) (CAS No.: 22537- é}%BS EN 14582: 2016 - LB B AF 447 - | mg/kg 50 n.d.
8 (Br) (Bromine (Br)) (CAS No- 10097- (With reference to BS EN 14582: 2016, analysis /K9 =0 —
32-2) was performed by IC.)
e (1) (lodine (1)) (CAS No.: 14362-44-8) mg/kg 50 n.d.
EEFhlEl K EEE (PFOS and its £EZCEN/TS 15968: 2010 - DURHEEBTSEEEL | mg/kg | 0.01 n.d.
salts) (CAS No.: 1763-23-1 and its salts) [&2 47 - (With reference to CEN/TS 15968:
2010, analysis was performed by LC/MS/MS.)
EEFMEHEBEE (PFOA and its salts)  [£%ECEN/TS 15968: 2010 - LURHE BHEL | mg/kg | 0.01 n.d.
(CAS No.: 335-67-1 and its salts) &2 - (With reference to CEN/TS 15968:
2010, analysis was performed by LC/MS/MS.)
#% (Sb) (Antimony (Sb)) (CAS No.: 7440- |£%US EPA 3052: 1996 - DI ERBSER N | mg/kg 2 n.d.
36-0) FEEDHT o (With reference to US EPA 3052:
1996, analysis was performed by ICP-OES.)
$ (Be) (Beryllium (Be)) (CAS No.: 7440- |2%US EPA 3052: 1996 - IR ERR S BHREE% | mg/kg | 2 n.d.
41-7) FEIE DT o (With reference to US EPA 3052:
1996, analysis was performed by ICP-OES.)
B (P) (Phosphorus (P)) (CAS No.: 7723- [£%US EPA 3052: 1996 - DIRIFEFB S @R EF . | mg/kg 2 n.d.
14-0) SEE DT o (With reference to US EPA 3052:
1996, analysis was performed by ICP-OES.)
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HAlEIEE Al A& ==Kiv) MDL =R
(Test Items) (Method) (Unit) (Result)
No.l
Z &I (PCBs) (Polychlorinated £%&US EPA 3550C: 2007 - s BEHE/E:E%E | mg/kg | 0.5 n.d.
biphenyls (PCBs)) 4 - (With reference to US EPA 3550C: 2007,
analysis was performed by GC/MS.)
Z &% (PCNs) (Polychlorinated £ US EPA 3550C: 2007 - DImHHENE/ELE | mg/kg 5 n.d.
naphthalene (PCNs)) 2T - (With reference to US EPA 3550C: 2007,
analysis was performed by GC/MS.)
Z & =K (PCTs) (Polychlorinated £33 US EPA 3550C: 2007 - DImtEEMNT&E/E:E | mg/kg [ 0.5 n.d.
terphenyls (PCTs)) 27 - (With reference to US EPA 3550C: 2007,
analysis was performed by GC/MS.)
R HEE {54 % (C10-C13) (SCCP) (Short  [£%&US EPA 3550C: 2007 - LIsEEM&E/EEE | mg/kg 50 n.d.
Chain Chlorinated Paraffins(C10-C13) |44 - (With reference to US EPA 3550C: 2007,
(SCCP)) (CAS No.: 85535-84-8) analysis was performed by GC/MS.)
=J =5 (TB) (Tributyl tin (TBT)) S2(50 17353: 2004 - URAAEAT 8/ sax s kg | 003 | nd.
=&K& (TPhT) (Triphenyl tin (TPhT)) |4, ca . i mg/kg [ 0.03 n.d.
— . : RIZE AT - (With reference to ISO 17353: 2004,
__TE#5 (DBT) (Dibutyl tin (DBT)) analysis was performed by GC/FPD) mg/kg | 0.03 n.d.
—_ 384 (DOT) (Dioctyl tin (DOT)) ' mg/kg | 0.03 n.d.
ft¥ =T &5 (TBTO) (Bis(tributyltin) |BH=TEHAHERESZ - (Calculated from | mg/kg | 0.03A | nd.
oxide (TBTO)) (CAS No.: 56-35-9) the result of Tributyl Tin (TBT).)
B&: % (Polyvinyl chloride) (PVC) 22ZASTM E1252: 2013 - DUBITEEIRAT MG L o - Negative

FE{&R MIBEE DT o (With reference to ASTM
E1252: 2013, analysis was performed by FT-IR
and Flame Test.)
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&t (Note) :
1. mg/kg = ppm ; 0.1wt% = 1000ppm

MDL = Method Detection Limit (77;%1&RI1BR1E)
. n.d. = Not Detected (R t) ; /NiXMDL / Less than MDL
"-" = Not Regulated (ER1EH)
. **= Qualitative analysis (No Unit) &M 247 (FEEE A1)
. Negative = Undetectable f214(R1ERIZ); Positive = Detectable Bt (2EHI1Z!)
CEEFERERREERESE (PFOS and its salts including) :

CAS No.: 29081-56-9, 2795-39-3, 29457-72-5, 70225-14-8, 56773-42-3, 251099-16-8, 307-35-7.
8. 2&EFMERHEBHEES (PFOA and its salts including) :

CAS No.: 3825-26-1, 335-95-5, 2395-00-8, 335-93-3, 335-66-0.
9. A : MDLEHE TE/AIFEIEEM 251 - (The MDL was evaluated for element / tested substance.)
&N (Conversion Formula) : AX = Ax F
AX A F

= TE#5 (Tributyl Tin) (TBT) 1.024

N o U s wN

a8 =TEH
(Bis(tributyltin)oxide) (TBTO)
SEIRE R (Parameter Conversion Table) :
https://eecloud.sgs.com/Region_TW/DocDownload.aspx#otherDoc

10. XBAAEZERBPBAZKES G - #EPHRESHHERANKREPENE-—MENZE -

The sample(s) was/were analyzed on behalf of the applicant as mixing sample in one testing. The above
result(s) was/were only given as the informality value.
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E®BEREE / Analytical flow chart of Heavy Metal

RBUUFROREB 2R G - Rmee2 A8 o ( ANEBEAE ARSI )
These samples were dissolved totally by pre-conditioning method according to below flow chart.

( Cr®* test method excluded )

| 0% - S4B %m / Cutting ~ Preparation

B#(Page): 7 of 17

v
| Rl mESE / Sample Measurement |
' | A<M Crvi)
$4 Pb/#R Cd/%k Hg v v
A
| JFE£/8 / Non-metal | 21& / Metal |

FRARIBLH AR B /BB MR TR A2

Acid digestion with microwave / hotplate

v

iBJ& / Filtration

|
v v

7Aa7& / Solution 588 / Residue

v

1) EBELE / Alkali fusion
2) HEER8AAE / HCl to dissolve

ABS/PC/PVC | Efi#5/Others ¥
v v K / Boiling
BERAR / 7 150~160°CF water extraction
Dissolving by ’H1{E / Digesting
ultrasonication at 150~160°C +
v v SAEEEER /
Eﬁggc%%fﬂ?ﬁ’éf& s HUKE / Cool, filter
Ae/Bagnost || Sspasingloget || igesae throuah
ultrasonication +
: | .
v MARBERES /
Add diphenyl-

| 222 pH / pH adiustment

v

,, l

LR S AR YCAE & / ICP-OES

carbazide for co

MAZBEHE ( Add dif)henyl—

or development

carbazide for color
development

v

v

BLUV-VIS - SRt mA KT 540 nm 89
TRULE / Measure the absorbance at
540 nm by UV-VIS

BLUV-VIS - 58I
ARIARTE 540 nm #Y
RULE / Measure
the absorbance at
540 nm by UV-VIS
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LEME/Z R AR #REE / Analytical flow chart - PBBs/PBDEs

VIR AHER / First testing process s
EZEMETRIZF / Optional screen process  =s=ssss:

H&2#2/F / Confirmation process - =
= mATEIE / Sample pretreatment

v

#)EF 247/ Screen analysis

mEEEEEm
[ ER RN

llllllllllllllllllllrllllllllllllllllllll

v

5 mEEEY / Sample extraction
R EHUE / Soxhlet method

1
v

ERUR B/ i
Concentrate/Dilute Extracted solution

1
v

ZZEURABIE / Filter

1
v

KRB ERELRE / GCIMS
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o[ EBE| 5342 E / Analytical flow chart - Phthalate

[l 755%/Test method: IEC 62321-8]

RmAEE/ D /
Sample pretreatment/separation

!

R THF U SUKIREA BRZEE /
Sample dissolved/extracted by THF

!

EHRRE /
Dilute Extracted solution
RIEBITERLEIT /
Analysis was performed by GC/MS
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NIRRT RS REERE / Analytical flow chart - HBCDD

¥ MmAIERIE / Sample pretreatment

tmZEE Sample extraction /
BERZEEUE Ultrasonic method

EHVR R/ RE /
Concentrate/Dilute Extracted solution

!
ZEVRIBHE / Filter
!

s BEN/EEEDN /
Analysis was performed by GC/MS

!
#3& / Data
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RESHREE / Analytical flow chart - Halogen

HmBlEE/ DK /
Sample pretreatment/separation

NERBEREEAZ@RED /
Weighting and putting sample in cell

v

WA 238/ IR
Oxygen Bomb Combustion / Absorption

WEZEEEE /
Dilution to fixed volume

BFENEST /
Analysis was performed by IC
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2R CEM(ES2RFR/2RFRER/HMBIESYESE) 2 TRER / Analytical flow
chart — PFAS (including PFOA/PFQOS/its related compound, etc.)

S mAIEE /Sample pretreatment

HBERZERUEZE /
Sample extraction by Ultrasonic extraction

EERWIE B /
Concentrate/Dilute Extracted solution

v

L‘,{Q—FMEE*ﬁ/‘s‘f%&%ﬁ*ﬁﬁf@?ﬁ/@*ﬁ%ﬁ%%ﬁ%%ﬁ%ﬁ%ﬁaﬁ%ﬁ

Analysis was performed by GC/MS or LC/MS or LC/MS/MS

v
#3& / Data

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of

liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its
intervention only and within the limits of client’s instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise
stated the results shown in this test report refer only to the sample(s) tested.

25 t+886(02)2299 3939  f+886(02)2299 3237

SGS Taiwan Ltd. 25, Wu Chyuan 7" Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan

I
Member of the SGS Group



SGS

Al RS

TeSt Repo rt 2EH5(No.): ETR21405523 HE#A(Date): 03-May-2021 BH2((Page): 13 of 17
ESHEERMKDBE AT (SIL-MORE INDUSTRIAL LTD.)
Fitm=—EEEER100551612 (16F, NO. 100, XINGDE RD., SANCHONG DISTRICT, NEW TAIPEI CITY 24158, TAIWAN)

BREIBMBHAESRIEE / Analysis flow chart - PVC

¥ mAlEIE / Sample pre-treatment

!

1ae;E1ERl / Flame test

!

#I9MEES T / Sample analyzed by FTIR

!

ERC-CISIRE /
Check wave-number of C-Cl bonding

!

g4 / Data
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EE&ERER / Analytical flow chart of Heavy Metal

RBUNWARBBEZIRG - EmETEa® -
These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ £%75%/Reference method : US EPA 3051A - US EPA 3052]

Bi# - ®fEtRm / Cutting - Preparation

'

AR RESE / Sample Measurement

A
tHRg /B R/ S R B R RUBOETE /
Microwave digestion with HNOs/HCI/HF

'

#BIE / Filtration

\4

A4 3£ / Residue
7AW / Solution

1) #®&ERLE / Alkali Fusion
2) EEREARR / HCl to dissolve

v
(RS T EIREGTERE®E (ICP-OES)

[

* US EPA 3051A A ARAIME&AEE / US EPA 3051A method does not add HF.
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SHEBERMNAMRAS (SIL-MORE INDUSTRIAL LTD.)
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SHRIEE / Analytical flow chart

CZR=EK  REE - R4 - DBBT]

At

e

CGERR . 288X 28

*Apply to: PCBs, PCNs, PCTs, Mirex, Chlorinated Paraffins, DBBT

% mBIEE / Sample pretreatment

BHATIZEE
Sample extraction by organic solvent

ERVR B/ TR
Concentrate/Dilute the extracted solution

ISR/ B &
Analysis was performed by GC/MS

v

2148 / Data
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Bk 2w ER / Analytical flow chart - Organic-Tin

K mAIEIE / Sample pretreatment

BEATIZEE /
Sample extraction by organic solvent

v

Mz EMEmTTE L /
Derived by Sodium tetraethylborate

ERR R/ HE /
Concentrate/Dilute Extracted solution
SAAB/ KIEHLET DT /
Analysis was performed by GC/FPD

v

g5 / Data
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SHEBERMNAMRAS (SIL-MORE INDUSTRIAL LTD.)
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*BRDMAREET - AIRRABRE 2% m /8. *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR21405523

e .

ME-4039 A
i 406

** 3R E4ERE (End of Report) **
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