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The following sample(s) was/were submitted and identified by/on behalf of the client as:-

SEOAN CHEMTEC CO., LTD.                                                                                                                                               

SGS File No. :         AYAA24-44702

833 Hyunseok-ro, Nam-myeon

Yangju-si, Gyeonggi-do  

Korea

Product Name :           COPPER OXIDE

Item No./Part No. : N/A

2024. 12. 12

2024. 12. 19to2024. 12. 12Test Period                  :

Received Date  :           

For further details, please refer to following page(s)Test Results :                  

Technical Manager / SGS Korea Co., Ltd

Monet Jeong

This test report is limited to the samples and sample names provided by the client and does not guarantee the quality of all the client 's products. It shall not be used for public relation, advertisement, 

lawsuit and shall not be used by excepts from it. This test report can be checked through the <http://rohs.kr.sgs.com/checkreport/main>. This test report is not related to KS Q ISO/IEC 17025 and Korea 

Laboratory Accreditation Scheme.
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Sample No. : AYAA24-44702.001

COPPER OXIDESample Description :

Item No./Part No. : N/A

N/AMaterials    :

Heavy Metals

Test Items Unit Test Method MDL Results

mg/kg N.D.0.5With reference to IEC 62321-5 : 2013, by 

ICP-OES

Cadmium (Cd)

mg/kg N.D.5With reference to IEC 62321-5 : 2013, by 

ICP-OES

Lead (Pb)

mg/kg N.D.2With reference to IEC 62321-4 : 

2013+AMD1:2017CSV, by ICP-OES

Mercury (Hg)

8With reference to IEC 62321-7-2 : 2017, by 

UV-Vis

Hexavalent Chromium (Cr VI) N.D.mg/kg

Flame Retardants-PBBs/PBDEs

Test Items Unit Test Method MDL Results

5With reference to IEC 62321-6 : 2015,  by GC-MSMonobromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSDibromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSTribromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSTetrabromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSPentabromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSHexabromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSHeptabromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSOctabromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSNonabromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSDecabromobiphenyl N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSMonobromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSDibromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSTribromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSTetrabromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSPentabromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSHexabromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSHeptabromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSOctabromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSNonabromodiphenyl ether N.D.mg/kg

5With reference to IEC 62321-6 : 2015,  by GC-MSDecabromodiphenyl ether N.D.mg/kg
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Sample No. : AYAA24-44702.001

COPPER OXIDESample Description :

Item No./Part No. : N/A

N/AMaterials    :

(1) N.D. = Not detected. (<MDL)

(2) mg/kg = ppm, ug/kg = ppb, mg/L = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) ** = Qualitative analysis (No Unit)

(6) Negative = Undetectable / Positive = Detectable

(7)   + = a. The result of Hexavalent Chromium (Cr(VI)) is “ND” as the result of Chromium (Cr) is “ND”, 

                 and confirmation test of Hexavalent Chromium (Cr(VI)) is not required.

              b. If the content of Total Chromium (Cr) is greater than the MDL of Hexavalent Chromium (Cr(VI)), 

                  it is the result of hexavalent Chromium by UV-VIS. 

(8)  ++= a. The sample is positive for Cr VI if the Cr VI concentration is greater than 0.13 ug/cm2. 

                 The sample coating is considered to contain Cr VI .

             b. The sample is negative for Cr VI if Cr VI is ND(concentration less than 0.10 ug/cm2).  

                 The coating is considered a non-Cr VI based coating.    

             c. The result between 0.10 ug/cm2 and 0.13 ug/cm2 is considered to be inconclusive – unavoidable

                 coating variations may influence the determination.    

NOTE:
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Picture of Sample as Received:

AYAA24-44702.001
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Flow Chart for RoHS Pb / Cd / Hg / Cr 6+ / PBBs&PBDEs Test

Receipt

Sampling

Sample Preparation

Acid Digestion with

Microwave/Hotplate

Sample Solvent

Extraction
Metallic MaterialsNonmetallic Materials

Pb / Cd / Hg PBBs/PBDEs Cr
6+

ICP-OES

Screening ≥ MDL

ICP-OES

Screening < MDL

Boiling water

Extraction

Concetration/Dilution

of Extraction solution

Filtration

Insoluble/Unknown

polymer and 

electronics

Soluble polymer

(ABS, PC, PVC)

FiltrationSolution Residue Adding 1,5-

Diphenylcarbazide

for colorPositive

1) Alkali Fusion / 

Dry ashing

2)Acid to dissolve

Dissolving by 

Ultrasonication

Digesting at 

150 ~  160°C

Digestion at 60°C

by ultrasonication

Separating to get

aqueous phase

pH adjustment

Adding

1,5-diphenylcarbazide

for color

UV - Vis UV - VisGC / MSUV - Vis

Data Data Data Data

Report

Direct

*** End of Report ***
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